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Photoluminescence �PL� spectra of bound excitons were measured in uniaxially strained GaP by
performing shock-wave experiments at liquid nitrogen temperatures. GaP samples doped with sulfur
or nitrogen were compressed up to 3 GPa when subjected to uniaxial strains along the �100�
crystallographic orientation. PL lines from shallow sulfur donors redshifted upon compression,
tracking the reduction in the indirect band gap. PL lines related to the isoelectronic NN1 pairs, in
contrast, exhibited splitting and nonlinear blueshift. An empirical approach was used to model the
NN1 behavior. It was shown that the splitting pattern is consistent with the previously proposed
symmetry of NN1 defects and nonlinearities resulting from the reduction in the exciton binding
energy. At high stresses, the NN1 lines disappeared due to the ionization of bound excitons. © 2009
American Institute of Physics. �DOI: 10.1063/1.3159641�

I. INTRODUCTION

Applications such as multijunction solar cells fueled a
resurgence in dilute nitride semiconductor research.1 Isoelec-
tronic nitrogen impurities in GaP have been studied exten-
sively for over 40 years. Thomas et al.2,3 showed that the
incorporation of isoelectronic nitrogen in GaP leads to the
emergence of an impurity state in the band gap, which acts as
an efficient trap for free excitons. With increasing nitrogen
concentration, a series of deep traps appear due to nitrogen
atoms located at neighboring lattice sites, the so-called NN
pairs. Recent advances in material growth technologies
pushed nitrogen concentrations to several percent. These al-
loys contain even deeper band gap states, attributed to nitro-
gen clusters.4

In contrast with the well-established behavior of shallow
donors and acceptors in III–V semiconductors,5 the forma-
tion of electronic states due to the isoelectronic nitrogen dop-
ants and clusters is quite complicated. Several theories were
proposed to elucidate experimental results including impu-
rity band formation,4 polymorphous alloy,6 and the band
anticrossing7,8 models. The behavior of nitrogen in GaP, es-
pecially in the alloying regime, still generates considerable
scientific debate.9–12

Experiments involving applied stress played an impor-
tant role in evaluating theoretical predictions for GaP:N. Ap-
plication of hydrostatic pressure to low-doped samples13 re-
vealed nonlinear pressure dependences of exciton binding
energies at the NN traps. Extension of these measurements to
10 GPa14,15 showed that the pressure-induced reduction in
exciton binding energy causes the PL peaks to disappear and
so-called ionization pressures were determined for all NN
peaks. Similar nonmonotonic pressure behavior was also ob-
served in heavily doped alloys.7,15 At high hydrostatic pres-
sures achieved in alloys, changes in pressure dependences
were interpreted as anticrossing between the localized nitro-

gen states and the X conduction minima of the host GaP.8

Uniaxial stress experiments probe individual electronic
levels by reducing the symmetry of the defects. At dilute
nitrogen concentrations, the splitting of PL lines allowed re-
searchers to analyze the j-j coupling scheme for excitons
bound to single nitrogen atoms.16,17 In higher doped samples,
the splitting pattern was analyzed to deduce the local sym-
metry of the NN pairs18 and the NN2 triplet.19 Uniaxial stress
measurements, however, are limited to stresses well below 1
GPa due to the elastic limit of single crystals. These stresses
are far below the ionization stresses that are required to bring
deep NN states20 into resonance with the conduction band
edge.

Plane shock-wave experiments lower the crystal symme-
try due to uniaxial strain along the direction of wave propa-
gation. Unlike uniaxial stress loading, shock compression
can produce longitudinal stresses up to 10 GPa in
semiconductors.21,22 Because the uniaxial strain state is a
transient state, data must be obtained within several hundreds
of nanoseconds. Recently, shock compression experiments
combined with optical measurements were used to investi-
gate band-gap transitions in uniaxially strained GaP �Ref. 23�
and to obtain an accurate set of deformation potentials for
this semiconductor.24

In the present work, we measured the PL spectra of sul-
fur and nitrogen bound excitons in GaP samples shock com-
pressed along the �100� crystallographic axis. Due to the
large longitudinal stresses achieved in our experiments, we
were able to observe the nonlinear shifts of NN1 peaks up to
their intersection with the X conduction band. Combining
these results with previous data from hydrostatic pressure
and uniaxial stress experiments, we obtained a complete
model for NN1 pairs in strained GaP.

II. EXPERIMENTS

The experimental configuration for photoluminescence
�PL� measurements in shock-wave experiments is showna�Electronic mail: pgrivickas@wsu.edu.
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schematically in Fig. 1. 10�10 mm2 samples were cut from
�100� oriented GaP wafers. Sulfur-containing wafers were
uniformly doped across the 400 �m thickness to a concen-
tration of 1–3�1018 cm−3. Nitrogen-containing GaP1−xNx

epilayers were grown by metal organic chemical vapor depo-
sition on 320 �m thick Zn-doped substrates to a thickness of
3 �m using triethylgallium, phosphine, and dimethylhydra-
zine sources at 700 °C.25 The nitrogen composition was de-
termined to be x=0.07% from high resolution x-ray diffrac-
tion measurements, corresponding to a nitrogen
concentration of 1.7�1019 cm−3.

Samples were bonded to c-cut sapphire buffer windows
using optically transparent epoxy ��2 �m thickness bond�.
Nitrogen-containing samples had epilayers facing the sap-
phire buffer. The sample assembly was mechanically at-
tached to an aluminum holder and cooled using liquid nitro-
gen. Shock waves in each sample were produced by
impacting the front surface of the GaP samples with an im-
pactor �z-cut quartz or poly�methyl methacrylate� �PMMA��
mounted on a projectile and accelerated to the desired veloc-
ity using a gas gun. After the impact, shock waves were
propagating across the sample creating different longitudinal
stress states at the probed GaP-buffer interface as illustrated
by the t-x diagram in Fig. 2�a�, where x is the impact direc-
tion. Due to the impedance mismatch between the sample
and the impactor/buffer materials, the probed GaP surface
underwent the stress states A and B until reaching the steady

state C. The latter state persisted until the arrival of release
waves from the free surface of the buffer, resulting in the
states D and E. The experiment was terminated when edge
waves arrived from the lateral sample edges.

Longitudinal stress ��� values in each state depended on
the impactor material and its velocity. Three different experi-
mental configurations, used in this work, are shown in Table
I. Exact longitudinal stress-time profiles calculated26 for the
three cases are shown in Fig. 2�b�. Longitudinal stresses cor-
responding to each of the five states are summarized in Table
I. From the well-established shock response of c-cut
sapphire,27 z-cut quartz,28 and PMMA,29 the stress values in
state C are accurate to within 1%. Stress values in the rever-
beration states A and B and the release states D and E were
calculated using a linear elastic response of the GaP along
the �100� orientation.30 Comparison between the calculated
and measured particle velocities for GaP at 6 GPa showed
that the total error is below 3%.

Changes in optical spectra at different longitudinal
stresses were observed using time-resolved PL measure-
ments. During the compression, the center of the probed
sample surface was excited by a single 1.5 �s duration pulse
from a dye laser operating at 514.5 nm wavelength. The long
duration of the excitation pulse allowed a continuous collec-
tion of optical signal with the arrival of new shock states.
The PL emission was collected from a 400 �m probe spot
within the excited area, focused into an optical fiber, spec-
trally dispersed by an imaging dual-grating spectrometer,
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FIG. 1. Diagram of PL measurements in shock-wave experiments.
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FIG. 2. Evolution of longitudinal stress in shock experiments. �a� Time dependence at the probed sample-window interface for the three different experimental
configurations. �b� Wave propagation paths in the impactor-target system after the impact.

TABLE I. Longitudinal stresses �GPa� achieved in the different states of the
three experimental configurations.

State

Experiment

�a� Quartz→GaP-
sapphire; 224 m/s

�b� PMMA→GaP-
sapphire; 475 m/s

�c� PMMA→GaP-
sapphire; 288 m/s

A 2.94 2.11 1.24
B 2.8 1.65 0.96
C 2.81 1.7 1
D 0.72 0.21 0.12
E 1.75 1.27 1.08
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temporally dispersed by an electronic streak camera, and
digitally recorded on a two-dimensional charge-coupled de-
vice array. Final data sets consisted of three dimensional
plots showing PL intensity versus wavelength and time. The
�25 ns time resolution of the system was sufficient to as-
sign PL spectra to individual �100 ns long shock states
�Fig. 2�b��. Details regarding the optical measurements in
single event compression experiments can be found
elsewhere.23,31,32

III. RESULTS

A. PL spectra

Ambient PL spectra of GaP:S and GaP:N samples at
liquid nitrogen temperature are shown in the top part of Figs.
3�a� and 3�b�, respectively. Recombination of excitons bound
to neutral sulfur donors in GaP:S results in a single narrow
D0X peak at 2.301 eV.33 At lower energies, this peak is ac-
companied by a much broader D0 peak originating from the
recombination of free holes at neutral sulfur donors.34 At
higher energies, the sapphire Raman lines �labeled SR� gen-
erated in the sapphire buffer window were also observed.
The spectrum of GaP:N consists of several NNi emission
lines and their pronounced phonon replicas in the 2.1–2.3 eV
energy range. These NNi lines originate from the recombina-
tion of an exciton bound to a pair of nitrogen atoms with
different separations or orientations.35 Raman lines from the
sapphire buffer windows were almost negligible in the
GaP:N spectrum due to the low excitation energies required
for efficient PL.

Figure 3�a� shows the PL spectra of GaP:S collected in
the C, D, and E states of the �a� experimental configuration
in Fig. 2�b�. Despite the decreasing signal intensity, distinct
D0X peaks were identified in each state and showed a stress-
dependent redshift. This behavior was previously observed
for GaP:S shocked along the �100�, �111�, and �110�
orientations.24 It was shown that sulfur bound excitons cor-

respond to near band-edge transitions resulting from the split
and shift of electronic states in GaP under uniaxial strain.23

Figure 3�b� shows PL spectra of GaP:N in the same
states of the �a� experimental configuration. In the high-stress
C state �as well as the preceding states A and B, not shown�,
all NNi pair related peaks disappeared from the spectrum,
and only the weak SR lines were observed. Similar behavior
has been observed in the hydrostatic pressure experiments
and attributed to the “pressure ionization” of NNi bound
excitons.15

In the D and E release states, the PL spectrum around the
lowest energy NN1 pair was recovered. NNi pairs with i
�1 were not observed at the applied longitudinal stresses.
The strongest peak in the recovered spectrum and its accom-
panying structure on the low energy side had clear similari-
ties to the ambient NN1 line and its phonon replicas, but
were slightly redshifted. The high energy side of the stron-
gest peak revealed several weak but distinct peaks absent in
the ambient spectrum. These revealed peaks were measured
using higher spectral resolution, as shown in Fig. 4.

The shift of the NN1 line and the revealed peaks are
shown by the symbols in Fig. 5. The shift of the X conduc-
tion band, determined from the D0X peak for GaP:S under
�100� uniaxial strain, is also shown. With increasing longitu-
dinal stresses, the NN1 line and the revealed peaks approach
the downwards moving X conduction band, suggesting their
eventual merger. The evolving NN1 peak pattern also re-
sembles a split of a degenerate energy state and is analyzed
in detail in the next section.

B. PL intensity

In shock experiments, the PL signal from the same
sample position is continuously recorded as it experiences
different longitudinal stress states. Such data allow a direct
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comparison of PL intensities at ambient and shocked condi-
tions. At ambient conditions, the integrated PL intensity from
the D0X and D0 peaks in GaP:S followed the temporal profile
of the dye laser pulse intensity. During shock experiments,
the PL signal initially followed the laser pulse and then de-
creased abruptly upon impact. The evolution of the PL inten-
sity in shocked GaP:S, normalized to the ambient signal, is
shown in Fig. 6�a� by the solid line. The data correlate well
with the longitudinal stress profile at the probed surface
�dashed line�.

At ambient conditions, the integrated PL intensity of the
NN1 peak and its phonon replicas in GaP:N had a clear satu-
ration level in comparison to the temporal profile of the dye
laser pulse, indicating a finite concentration of NN1 traps.
During shock experiments, the PL signal also followed the
evolution of longitudinal stress, as shown by the normalized
PL intensities in Fig. 6�b�.

Normalized PL intensities for different shocked states of
GaP:S and GaP:N samples are plotted in Fig. 7 by the open
and solid symbols, respectively. GaP:S results at stresses
higher than 2.8 GPa were obtained in experiments described
in Ref. 24. In GaP:S, the PL intensities show an initial dis-
continuous decrease at low longitudinal stresses, followed by
an exponential decay �dashed line in Fig. 7�. Similar behav-
ior was observed in the optical absorption strength of the
lowest band-to-band absorption edge of shocked GaP:S.23

The loss of PL intensity, therefore, may be due to a reduction
in the conduction-band density of states that occurs when the
X-band is split.

In GaP:N, no discontinuous changes were observed at
low strains, reflecting the differences between the wave func-
tions of shallow S donors and highly localized NN centers.
Wave functions of localized impurities spread throughout the
whole Brillouin zone and are insensitive to the changes in
the density of states at a particular k-point.15 At longitudinal
stresses �2 GPa, luminescence related to NN1 pairs showed
an exponential decrease with increasing longitudinal stress.

At longitudinal stresses �2 GPa, the NN1 peak related in-
tensity decreased abruptly, consistent with ionization of the
bound excitons.

IV. ANALYSIS AND DISCUSSION

A. Energy levels

The NN1 line originates from recombination of excitons
bound to the NN pairs oriented along the �aa0� or equivalent
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crystal directions.18 At liquid nitrogen temperatures, only
transitions from the dipole-allowed states A in the j-j cou-
pling scheme retain their optical strength.36 Deformation
along the �100� direction lifts the degeneracy of the A mani-
fold in two ways. First, the wave function of the hole in the
bound exciton follows the splitting of the � 1

2 � and � 3
2 � valence

bands, resulting in the two components A0 and A1. Second,
the wave function of the electron experiences different axial
deformations near the differently oriented NN1 pairs, split-
ting each component into unprimed and primed subcompo-
nents: A0, A1 and A0�, A1�. To first order, the reduction in
binding energy EB=124 meV �Ref. 20� of NN1 bound exci-
tons is proportional to the shear e1−e2 and hydrostatic e1

+2e2 contributions of the applied deformation:

EA0
= EX − EB�1 + B1�e1 − e2� + C�e1 + 2e2�� ,

EA1
= EX − EB�1 + B2�e1 − e2� + C�e1 + 2e2�� ,

EA0�
= EX − EB�1 + B3�e1 − e2� + C�e1 + 2e2�� ,

EA1�
= EX − EB�1 + B4�e1 − e2� + C�e1 + 2e2�� , �1�

where e1 and e2 are the strains parallel and perpendicular to
the �100� direction, respectively; EX is the X conduction band
minimum; the B and C coefficients are empirical deforma-
tion potentials. At ambient conditions, the local strain field
surrounding the NN1 pairs is sufficient to split the hole wave
functions, resulting into two energy peaks.36 This small per-
turbation can be modeled by introducing the j-j coupling
parameter �0=0.5 meV,

E = 1
2 �EA0

+ EA1
� ��EA0

− EA1
�2 + 4�0

2� ,

E� = 1
2 �EA0�

+ EA1�
� ��EA0�

− EA1�
�2 + 4�0

2� . �2�

B. Uniaxial stress

For uniaxial stress � applied along the �100� direction,
the strain components are given by

e1 =
C11 + C12

�C11 − C12��C11 + 2C12�
��� and e2 =

−
C12

C11 + C12
e1. �3�

We consider that positive e values correspond to compressive
strain. The elastic constants of GaP are C11=141.2 GPa and
C12=62.5 GPa.30 In the considered uniaxial stress range, the
reported shift in EX versus �100� stress is approximately
�0.09 eV/GPa.37 The uniaxial stress data of Ref. 18 were
modeled using Eq. �1�–�3�. The results are shown by the
dashed lines in Fig. 8. The coefficients B and C used for
fitting the data are summarized in Table II.

C. Hydrostatic pressure

For hydrostatic pressure P, the strain is given by

e1 = e2 = P/�C11 + 2C12� . �4�

This reduces Eq. �1� to a single first-order shift,

E = EX − EB�1 + 3Ce1� , �5�

where the reported shift of EX versus pressure is �0.015
eV/GPa.15 The prediction from Eq. �5�, using the determined
coefficient C �Table II�, is shown by the dashed line in Fig. 9.
The PL energies obtained in Ref. 15 agree with the predic-
tion at low pressures, but exhibit a diverging nonlinear shift
at high pressures �symbols in Fig. 9�. It was shown that such
nonlinearity can be qualitatively understood by a simple

TABLE II. Empirical deformation potentials used in modeling the NN1 peak
shifts under different deformations in GaP:N.

Deformation potential Value

B1 �36
B2 �60
B3 �31
B4 �56
C �20
D1 0.25
D2 0.15
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square-well potential model in the limit of a short-range
interaction.13 The model introduces a term that is propor-
tional to the square of the linear shift. The addition of this
term to Eq. �5� yields

E = EX − EB�1 + 3Ce1� − D1EB�3Ce1�2. �6�

A good data fit by Eq. �6� is shown by the solid line in Fig.
9. The fitting coefficient D1 for the nonlinear behavior is
listed in Table II. The observation that the solid line in Fig. 9
is tangential to the X-band minimum is consistent with the
square-well potential model.

D. Shock compression

Our shock compression experiments resulted in uniaxial
strain given by

e1 = ���/C11 and e2 = 0. �7�

Using Eq. �1�, the obtained deformation potentials B and C
�Table II� and the determined EX versus longitudinal stress
dependence of �0.06 eV/GPa,24 we get the result shown by
the dashed lines in Fig. 5. The limited resolution of our ex-
periments did not allow us to observe the orientational split-
ting of the A0 and A1 lines into their primed subcomponents.
With increasing longitudinal stress the experimental PL en-
ergies diverge from the predicted linear shift. As in the case
of hydrostatic pressure, we introduced a quadratic correction
term to account for this nonlinearity,

EA0
= EX − EB�1 + �B1 + C�e1� − D2EB��B1 + C�e1�2,

EA1
= EX − EB�1 + �B2 + C�e1� − D2EB��B2 + C�e1�2,

EA0�
= EX − EB�1 + �B3 + C�e1� − D2EB��B3 + C�e1�2,

EA1�
= EX − EB�1 + �B4 + C�e1� − D2EB��B4 + C�e1�2. �8�

The best data fit using Eq. �8� yields the solid lines in Fig. 5.
The fitting coefficient D2 is provided in Table II. The rela-
tively weak quadratic correction term �D2�D1� indicates
that a simple square-well potential model ceases to be a good
approximation for the bound exciton interactions under
uniaxial strain.

The ionization of bound excitons was confirmed using
the PL intensity measurements. It was shown previously33

that the reduction in PL intensity due to the thermal ioniza-
tion can be expressed as

I�T� = I0/�1 + K exp�− ET/kT�� , �9�

ET = EB + Eex, �10�

where I0 is the PL intensity in the limit T→0 K, K is a
temperature independent constant, and k is Boltzmann’s con-
stant. ET is the thermal ionization energy, where Eex=
−22 meV �Ref. 20� is the binding energy of free excitons.
We assume that a similar expression is valid for uniaxially
strained GaP,

I�e1� = I0 exp�− e1/eC�/�1 + K exp�− ET�e1�/kT�� , �11�

ET�e1� = EB + Eex − �EX�e1� − �EB�e1� , �12�

where the exp�−e1 /eC� term is introduced to account for the
exponential PL decrease due to strain; �EX�e1� and �EB�e1�
represent the reduction in the thermal ionization energy due
to the uniaxial strain as described by Eq. �8�. Equation �11�
was normalized to zero-stress intensity �Eq. �9�� and used to
fit the experimental data. A good fit was obtained using eC

=0.85% and K=150, as shown by the solid line in Fig. 7.
This result shows that the ionization of bound excitons is
responsible for the disappearance of the NN1 peaks in the
spectra of GaP:N at high longitudinal stresses.

V. CONCLUSIONS

We observed changes in the PL spectra of excitons
bound to shallow sulfur donors and isoelectronic NN pairs
under shock wave uniaxial compression. The sulfur bound
excitons shifted to lower energies upon compression, track-
ing the changes of the indirect band gap of GaP. The NN
bound excitons showed splitting and nonlinear shifts. The
observed splitting pattern of the NN1 pair was consistent
with the previously proposed symmetry of this defect. The
nonlinear shifts of NN1 bound excitons were weaker than
predicted by a simple square-well potential model and re-
sulted in the ionization of bound excitons due to the down-
ward shift of the X conduction band. These observations
point to the fundamental differences in the attractive poten-
tial near the shallow sulfur donors and the strongly localized
NN pairs.
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